
TI-LGAD samples sent for irradiation
13 (W2) + 2 (W1)

0.8 x  1015 neq/cm2 1.5 x  1015 neq/cm2 2.5 x  1015 neq/cm2



Non-irradiated TI-LGAD W1

~order of tens of nA



Non-irradiated TI-LGADs W2

~order of tens of nA



Non-irradiated TI-LGADs W2

~order of thousands of nA
Weird behaviour?



Non-irradiated 
PIN TR1 TW7 W2

~order of thousands of nA


